
ATLANTA JACKSON NEWTON YOUNGSTOWN HOUSTON
P: 800-445-2152 P: 800-647-7144 P: 800-222-1113 P: 877-286-1868 P: 877-674-5586
F: 404-699-7800 F: 800-748-9973 F: 828-464-4884 F: 412-357-2181 F: 832-308-1985

AVERAGE 0.95 max 0.0003 max 0.05-0.15

TYPICAL MATERIAL TEST REPORT
ITEM CLASSIFICATION

TYPICAL CHEMICAL COMPOSITION

99.0 min

ALLOY

ER1100

SPECIFICATION

AWS A5.10

APPLICATIONS
For welding base materials of type 1060, 1070, 1080, and 3003.

Can be used on heat exchangers, food handling equipment, rivets, and welding filler wire.  

AlELEMENT Cu Mn Zn

AVERAGE 0.05-0.20 0.05 max 0.10 max

TYPICAL CHEMICAL COMPOSITION
ELEMENT Si + Fe Be Other
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